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ABSTRACT: The gas-liquid membrane contactor forms a gas-solid-liquid interface and has a high

potential for the applications in gas adsorption, catalysis, energy exchange and so on. Porous

superhydrophobic membranes show a great gas separation/adsorption ability. However, the

complicated device architecture and the durability issue are normally concerned especially for the

continuous circulation of gas and liquid. In this work, we present a free-standing gas-conductive

circuit simply formed by connecting the porous superamphiphobic monoliths (SAPM) to achieve

an efficient under-liquid gas adsorption. The porous worm-like SAPM is prepared with low-

temperature expandable graphite (LTEG) and polyvinylidenefluoride (PVDF), exhibiting

superamphiphobicity and superaerophilicity after fluoridation. The as-made SAPM circuits can be

used as a reliable gas conductor under numerous liquids, such as water, alkaline, acidic and oily

solutions. In this work, the CO2 adsorption capacities of the SAPM circuits are evaluated under

NaOH and methyldiethanolamine (MDEA) solutions and the mass transfer rate can reach up to

9.61 mmol m-2 s-1. Moreover, the effective human blood oxygenation process is also demonstrated

using SAPM circuits. Thus, the reported SAPM provides an alternative gas-liquid exchanging

method and the simplified process could be of great benefit to the cost-effectively large-scale CO2

capture or gas exchanging applications.

INTRODUCTION

Gas adsorption/separation is a common and crucial process in biological and human

activities, for example, the blood oxygenation in animal respiration,1 photosynthesis of

plants,2 the respiration of eggs,3 the adsorption of carbon dioxide by the ocean,4 carbon

dioxide and sulphur oxides removal for industrial waste gas,5 artificial lung,6, 7 and etc. The

common feature of those activities is the formation of the liquid-gas interfaces facilitating
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direct mass exchanges between those two phases.

The gas is normally forming bubbles under liquid, while gas bubbles can burst and spread

rapidly to increase the gas-liquid interface area on the surface of superhydrophobic lotus

leaf under water,8, 9 which is named as underwater superaerophilic.8, 10-13 Thus, porous

superhydrophobic membranes which enable to form a large contact interface are an

emerging technology for gas separation and absorption in contact with liquid. Compared to

the traditional man-made gas-liquid contactors, such as spray tower,14 wet scrubbers,15

distillation columns16 and falling film wall reactors,17 the porous gas-liquid hydrophobic

polymer membranes, made from commercial polypropylene and polytetrafluoroethylene

etc.,18-21 possess the unique characteristics of non-dispersive gas-liquid contacts, two

independently manipulated phases, higher surface area to volume ratio, smaller volume,

modularization, reduced mass transfer resistance and energy saving.22 Moreover, with

superaerophilic surfaces, gas-liquid-solid interface provides a possibility that the liquid

selectively adsorbs the gas from the gas layer between solid and liquid. Many efforts have

been devoted to enhancing the hydrophobicity and durability of the porous membranes for

efficient gas absorption. The robust superomniphobic membranes have shown a carbon

dioxide adsorption rate of 2.5 mmolm-2s-1 under the premise of MDEA mass fraction of

20% and pure carbon dioxide.23 The fluorocarbon-modified electrospun

polydimethylsiloxane (PDMS)/PVDF nanofibrous membranes achieved a CO2 absorption

flux of approximately 1.5 mmol m-2 s-1.24 The superhydrophobic ceramic membrane

contactor,25 whose CO2 removal efficiency and CO2 mass transfer rate maintain above 90%

and 0.06 mmol m-2 s-1, respectively.

In order to obtain high adsorption efficiency, a high gas or liquid transfer rate is required.
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However, for hydrophobic gas-liquid contact membranes, achieving a high gas transfer rate

is still a challenge. Because the superhydrophobic film on the surface of the solid membrane

is a porous thin coating, the liquid gas-absorbents can possibly penetrate the hydrophobic

pores through the gradually wetted process generating leaking routes, which deteriorates

the membrane properties over a long period of time. We noticed that the porous bulk

superhydrophobic materials have been used to collecting methane26, 27 or H2 bubbles 28 from

water through a directional bubble transport in an aqueous environment.29-32 Therefore, a

porous bulk superhydrophobic material could be possibly fabricated as a more stable gas-

conductor under liquid for an efficient gas adsorption.

In this work, we present a porous worm-like composite bulk material with

superamphiphobicity and superaerophilicity and apply it for efficient under-liquid gas

adsorption. The porous superamphiphobic monolith (SAPM) can be cut into strips that are

connected to form a free-standing gas-conductive circuit under various aqueous and oily

liquids for the adsorption of carbon dioxide and the oxidation of blood. The SAPM circuits

can be easily assembled and conveniently control gas flow direction under liquids. A SAPM

circuit possesses a high area to volume ratio (4.93), a large flux rate (1200 ml cm-2 min-1)

for CO2 adsorption, excellent corrosion resistance, thermal resistance, and good durability.

EXPERIMENTAL SECTION

Materials: Methyldiethanolamine (MDEA), hexamethylene (97%), glycerin, methylene blue,

olive oil, NaOH, ammonia solution (25%-28%), HCl (36%-38%) were obtained from Sino Pharm
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Chemical Reagent Co. Ltd. Hexadecane (98%), Polyvinylidenefluoride (PVDF), 1H,1H,2H,2H-

perfluorodecyltrichlorosilane(PFTS) were purchased from Aladdin. CO2 mixed gas (40 vol% CO2

and 60 vol% N2) was obtained from Wuhan Xiangyun Industrial Co. Ltd. Low-temperature

expandable graphite (LTEG) (99%) was purchased from Qindao Tengsheng Da Carbon Machinery

Co. Ltd. All reagents were used as received.

Preparation of LTEG/PVDF porous composite materials: PVDF and LTEG (10 wt%,

12.5 wt%, 15 wt%, 17.5 wt%, and 20 wt%, the total mass of PVDF and LTEG is 5g) were

mixed in an agate grinding pot. The mixture was tableted by a powder pressing machine

with an applied pressure of 10 MPa for 5 min. The diameter of the obtained tablet is 60 mm.

The tablets were heated at 300 °C for 10 min to produce porous LTEG/PVDF composite

materials. The LTEG particle sizes are 200 meshes, 100 meshes and 80 meshes and their

size expansions after heating are around 40-60 times, 100-160 times and 300-425 times,

respectively. The samples are donated as EG-200-15wt%, EG-100-15wt% and EG-80-

15wt%, respectively.

Preparation of super-amphiphobic LTEG/PVDF porous monoliths: 1ml PFTS was

dropped in 200 ml hexamethylene and then the solution was set aside for 72 h. The porous

LTEG/PVDF composite materials were dip-coated in PFTS solution, and then dried in air

for 30 min and placed in a thermostatic blast oven at 60 ℃ for 24 h. The obtained

superamphiphobic porous monoliths are donated as SAPM-200-15wt%, SAPM-100-15wt%

and SAPM-80-15wt%, respectively.

Characterization of the super-amphiphobic porous monoliths (SAPM): The morphologies of

the materials were examined using scanning electron microscope (SEM, ULTRA PLUS-43-13)

and optical microscope (Olympus BX51). The contact angle of various liquids on the SAPM was
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measured by a Contact Angle tester (Theta Lite, Biolin Scientific) in the sessile mode at room

temperature. A 6.6 cm long SAPM was used for carbon dioxide adsorption detection. The entire

adsorption detection system is closed with a volume of 3.2 liter. Air is pumped into the internal

pipeline, and the gas in the system can be circulated through SAPM. Infrared detection of carbon

dioxide in the system can detect the concentration of carbon dioxide in real time.

Airflow rate detection: SAPM is completely submerged in liquids. Air is pumped in from one end

of the SAPM, and the rate of intake air is continuously increased until the bubbles start to appear

in the middle of the SAPM material, and the air flow reaches the maximum speed at this time.

Water pressure resistance test: a tube with an inner diameter of 0.5 cm is set on SAPM, and water

is continuously added in the tube until the liquid level begins to decrease.

Blood oxygen test: blood was injected from the blood inlet into a gas exchange room and collected

from blood outlet. The collected blood at the outlet was injected into the gas exchange room from

the inlet again for circulation. Nitrogen or oxygen was pumped from gas inlet into the inside of the

hollow super-amphiphobic pipeline. Blood did not leak into the pipeline interior; Partial pressure

of oxygen (pO2) and oxygen saturation (sO2) in blood samples before and after the introduction of

oxygen were measured on the blood gas analyzer (Radiometer, Copenhagen, Denmark).

RESULTS AND DISCUSSION
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Figure 1. a) Schematic fabrication process of superamphiphobic LTEG/PVDF porous monoliths

(SAPM); b) the cartoon of gas-conducting performance with connected SAPM under liquid; c)

illustrated gas/liquid exchanging at the superamphiphobic and superaerophilic interface between

liquid and gas ; d) A photo of mechanically connected free-standing SAPM circuit for gas-

conduction under water.

Figure 1a) shows a schematic diagram of the SAPM preparation. LTEG/PVDF composite tablet

was heat-treated at 300 ºC. It was found almost no weight loss at this heat treatment temperature,

indicating that PVDF has no obvious decomposition, which was evidenced by the thermal gravity

and differential scanning calorimetry tests (TGA-DSC Figure S1). The porous LTEG/PVDS

composite was obtained through the thermal expansion of graphite powder. The low-temperature

expanded graphite forms a worm-like skeleton. PVDF acts as a binder to prevent the expanded

graphite from pulverization. The block of expanded graphite was cut into strips that were then dip-



8

coated in 1H,1H,2H,2H-perfluorodecyltrichlorosilane (PFTS) solution to obtain

superamphiphobicity. It was found that the dip-coated strips also show superaerophilicity. ASAPM

strip can not only conduct gas but also direct gas flowing (Figure 1b). In Figure 1c, the exchanging

or absorption process occurs at the interface of the gas-solid-liquid along the surface of the SAPM.

The disordered channel architecture could generate turbulent gas flow, which is beneficial to

gas/liquid contact and absorption. A stable gas-liquid contact film can be formed between the gas

conductor and the liquid. SAPM has a rough gas-liquid interface which effectively increases the

contact area to the superamphiphobic coating.

When two pieces of the strips are in physical contact, the gas flows in from one end of SAPM strip

and comes out from one end of the other SAPM strip (Figure 1d). Therefore, SAPM circuits can

be built into designed shapes for effectively gas directing and exchanging under liquid. Different

gases, such as O2, CO2, H2S, or organic gases, could flow through the gas conductor. The various

liquids can be used, oily or aqueous solutions, such as 0.2 M NaOH solution, 0.2 M MDEA solution,

ammonia solution, 5 wt% hydrochloric acid solution, glycerin solution, olive oil and etc. (Figure

S2 and support video 1-6 for details).
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Figure 2. Morphologies and the superamphiphobic properties of SAPM with EG-200. a) The

images of pressed mixture tablet of LTEG/PVDF (left) and after heat-treatment (right); b) porous

EG-200-15wt% low (left) and high (right) amplification SEM image; c) EG-200-15wt% strip

image, side view (top), top view (bottom); d) the SEM images of worm-like LTEG powder

showing the layered graphene morphology; e) the SEM image and EDS mapping of SAPM. The

hydrolyzed 1H,1H,2H,2H-perfluorodecyltrichlorosilane (PFTS) nanoparticles (about 100 nm) can

be observed, and the fluorine, carbon, silicon EDS mapping which is corresponding to the SEM

picture; f) the picture of SAPM in water showing a thin layer of gas surrounding the SAPM surface.

Liquid droplets on SAPM (methyl blue added to the water); g) the SCA for different liquids: water,

MDEA, olive oil, hexadecane on SAPM; h) the maximum gas flow rate of SAPM with different
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LTEG in water, and the maximum height of water on different SAPM, which symbolizes the depth

of the water.

Three types of expanded graphite powders, named as EG-80, EG-100, and EG-200, respectively,

were used to fabricate SAPMs. Their optical and scanning electron micrographs are shown in

Figure S3 a, b and c. The left image in Figure 2a is a photo of pressed pellet of PVDF and 15 wt%

EG-200 prior to heat treatment. The initial diameter of the pellet was about 60 mm, and it expanded

to ~ 95 mm after heat treatment, as shown in the right picture of Figure 2a. If the total mass of

LTEG and PVDF remains constant but the ratio varies, as shown in Figure S4, when the mass

fraction of LTEG increases, the diameter of the composite expands continuously and almost

doubled at 20 wt% of EG-80. It can be seen from Figure S5 that the expanded volume increases

linearly, indicating that bulk density of the expanded graphite block decreases. The volume

expansion of EG-200 is the smallest but the bulk density the largest. The largest expansion

observed in EG-80 is probably because it has the largest initial graphite particle size dimension

(Figure S3).

Figure 2b shows two images of a SAPM (left) and its magnified view (right). The worm-like

graphites are interconnecting, showing knitting worm-like patterns. Denser network is obtained

for SAPM-200-15% with smaller graphite particles (Figure S6). The worm-like expanded graphite

is bound by PVDF (Figure S7). The SAPM is mechanically processable and can be easily cut into

strips (Figure 2c). The worm-like EG-200 with a length of about 1000 µm and a diameter about

200 µm is consisted of many stacked graphene layers with air spacing. The randomly wrinkled

morphology could form a hang structure which could be beneficial to oil repelling 33. After loading

of PFTS, the nano-sized particles are located on the layered graphene. The EDS mapping and
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patterns (Figure S8) indicate that the nanoparticles are fluorine rich, suggesting that the nano

particles are the hydrolyzed PFTS.

When the SAPM strip is partially immersed in water, as shown in Figure 2f (top picture), a shining

layer at the gas/liquid interface is formed due to the superaerophilic surface of SAPM. The drops

of water, MDEA, olive oil and hexadecane stay still on the SAPM surface in Figure 2f (bottom

picture), indicating excellent superamphiphobic properties. Their surface contact angle (SCA) test

images are shown in Figure 2f and 2g and the contact angle of water, MDEA, olive oil and

hexadecane is 164±3 °, 160±3 °, 156±3 ° and 150±3 °, respectively. These liquids can form a gas

layer on the surface of SAPM and a stable gas pipeline under liquid. Figure 2h shows the maximum

air flow velocity at a water depth of 3.5 cm and maximum water pressure resistance of three SAPM

materials after complete immersion in water. The testing device of air flow is shown in Figure S9a.

The water pressure resistance test is shown in Figure S9b. The height of the water column is the

water pressure resistance value of the material. It can be seen from Figure 2h that the maximum

gas flow resistance of SAPM-80-15wt%, SAPM-100-15wt%, and SAPM-200-15wt% is

sequentially decreased, and the maximum gas flow is 1200±30 ml min-1 cm-2, 1100±30 ml min-1

cm-2 and 850±30 ml min-1 cm-2, respectively. The gas flow rate increased dramatically with the

increase of mass fraction of graphite (Figure S10). The hydraulic pressure resistance varied very

little against graphite weight percentage, but was dependent on the type of particle size of graphite

powder. The SAPM-200-15wt% can withstand water depth of about 6.5±0.3 cm without water

penetrating into the sample. This is because SAPM-200-15wt% has the smallest degree of

expansion, largest bulk density and the smallest diameter of pores.
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Figure 3. CO2 gas adsorption using SAPM gas conductor circuit. a) the schematic diagram of CO2

captured device by alkaline solution, SAPM-200-15wt% (length 6.6 cm, width 1.35 cm, height

0.57 cm); b) the CO2 absorption rates at different CO2 gas flow rates for SAPM samples; c) the

relative absorption of CO2 after 80 mins; d) the amount of CO2 adsorbed after 80 mins. The average

CO2 adsorption rate at the corresponding time with the initial concentration of CO2 is 17 vol% e)

and the initial concentration of CO2 is 40vol% f).

The gas adsorption experiment for the as-made SAMP under-liquid circuit was carried out. Figure

3a shows a schematic device for carbon dioxide gas adsorption tests. The total volume of the

mixture gas is 3.2 L with the length of the SAMP monolith being 6.6 cm, the width 1.35 cm, and

the height 0.57 cm. The total area of the cuboid is calculated as 25.24 cm2. When the initial CO2

gas concentration is 17 vol%, the gas flow rate 550 ml min-1, and the adsorbent 0.2 M NaOH, the

carbon dioxide average adsorption rate of the sample SAPM-200-15wt%, SAPM -100-15wt%, and
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SAPM-80-15wt% in the first 15 minutes is 3.96 mmol m-2 s-1, 2.95 mmol m-2 s-1, and 2.67 mmol

m-2 s-1, respectively. SAPM-200-15wt% has the largest adsorption rate among three samples,

which may be attributed to its highest density and the formation of a gas channel under liquid. The

higher gas flow resistance to the sample may be beneficial to the collision between gas and liquid

at the surface of the monolith, enhancing CO2 mass transfer rate (Figure 3b). Figure 3c shows the

change of the carbon dioxide concentration in the system after gas circulating for 80 min for

different adsorbents using SAPM-200-15wt%. The initial concentration of carbon dioxide was

17%, the gas flow rate 550 ml min-1, and the volume of the adsorbents 350 ml. As can be seen

from Figure 3c, without absorbent, the carbon dioxide concentration didn’t change within the

entire period of circulating time (80 min), indicating no leakage occurred. However, in the presence

of water, 0.2 M MDEA, 1 M MDEA, 0.2 M NaOH, or 1 M NaOH, the concentration of carbon

dioxide after gas circulating for 80 min in the system is reduced by 8%,18%, 20%, 84%, 95% of

the initial concentration, respectively. CO2 is captured in the form of bicarbonate by MDEA

according to CO2 + (CH3)(CH2CH2OH)2N + H2O → (CH3)(CH2CH2OH)2NH+ + HCO3
−, and by

NaOH according to 2NaOH + CO2 → Na2CO3 + H2O. The concentration of carbon dioxide in the

system reduces exponentially in the presence of 0.2 M NaOH and 1 M NaOH. Figure 3d shows

the number of moles of carbon dioxide adsorbed with different adsorbents for 80 min. After 80

min, the amount of carbon dioxide adsorbed was 2.09 mmol, 4.2 mmol, 4.84 mmol, 22.37 mmol

and 25.27 mmol for water, 0.2 M MDEA, 1 M MDEA, 0.2 M NaOH, and 1M NaOH, respectively.

The absorption results suggest that SAPM circuits are very effective in gas adsorption, considering

small (6.6 cm*1.35 cm* 0.57 cm) piece of gas-liquid contact media.

Figure 3e and f show the change of the CO2 average adsorption rates against time for different

starting concentrations. The test conditions kept the same as above. It can be seen from Figure 3e
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and f that when the initial concentration of carbon dioxide is 17%, the average CO2 adsorption

rates in the first 15 min were 0.18, 0.48, 0.50, 3.96, and 5.50 mmol m-2 s-1 for pure water, 0.2 M

MDEA, 1 M MDEA, 0.2 M NaOH, and 1 M NaOH solution, respectively. As the initial CO2

concentration increases, the rate of carbon dioxide adsorption increases. When the initial CO2

concentration increased to 40 vol%, the average adsorption rates of CO2 increased rapidly in the

first 15 min to a value of 9.61, 4.39, 1.67, 1.17, 0.40mmol m-2 s-1 for 1 M NaOH, 0.2M NaOH, 1M

MDEA, 0.2M MDEA and pure water solution, respectively. And when the initial CO2

concentration increased to 100 vol%, the average adsorption rates of CO2 in the first 15 min is 2.78

mmol m-2 s-1 for 1M MDEA (See the Figure S11). The SAPM total volume is 5.07 cm3, and its

area to volume ratio is 4.93.

Figure 4. The operation stability of SAPM gas conduction circuits for CO2 adsorption. a) NaOH

(1M) and b) MDEA (1M) solution was exchanged during the operation every 48 hours. The

inserted images are water and MDEA drops on the SAPM after 96 h for a) and b) respectively.

To investigate the long-term performance of the SAPM circuit as the gas-liquid contactor, we
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carried out a repeatable test for the device by replacing the NaOH and MDEA solutions every 48

h. It can be seen in Figure 4a and b that after soaking for 96 h, the CO2 adsorption for SAPM-200-

15wt% shows a slight decrease during the whole test. After the test, no serious wetting was

observed on the surface of the sample, indicating well preserved superamphiphobic properties.

The inner walls of SAPM pores also maintain a stable gas flow. When the sample was dried at 80

ºC for 30 min, the performance can be completely recovered. This suggests that the SAPMs possess

high durability even in contact with the high concentration alkaline solution.

Figure 5. a) Scheme of the blood oxygenation operation; b) partial pressure of oxygen (pO2)

measured before and after oxygen was introduced. pO2 elevated for 5 mmHg from 32 mmHg to

37 mmHg after oxygen was pumped into the device; c) Oxygen saturation (sO2) measured before

and after oxygen was introduced. sO2 in blood samples significantly increased from 43% to

approximately 60% after oxygen was pumped into the device, indicative of a successful

oxygenation procedure.

Extracorporeal membrane oxygenation (ECMO) with blood oxygenator is used to test the

cardiopulmonary function of the patient that is severely impaired. As an important component of

the oxygenator, gas-liquid membrane contactor is strictly selected to prevent direct oxygen-blood
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contact in case of hemolysis and platelet reduction. Currently, gas permeability and exchange

capacity of oxygenator membrane still remain to be improved. To further exhibit the potential

application of SAMP circuit, Figure 5a demonstrates the blood gas exchange tasks. Venous whole

blood samples donated by a healthy adult were anticoagulated with heparin sodium and were

injected into the blood distribution area of the device; outside the superamphiphobic strip, blood

was circulated continuously at a flow rate of 10 ml/min. We first pumped nitrogen through the

superamphiphobic pipeline interior for 10 min to deoxygenize blood samples before oxygen was

supplied for another 5 min with a gas velocity of 200 ml min-1.

The partial pressure of oxygen (pO2) and oxygen saturation (sO2) were analyzed, which reflected

the oxygen dissolved and the percentage of oxygen-combined hemoglobin in the blood. As shown

in Figure 5b, pO2 in blood samples was slightly elevated for 5 mmHg from 32 mmHg to 37 mmHg

after oxygen was pumped. Interestingly, the introduction of oxygen through the inside of the tube

caused a significant increase of sO2 in blood samples from 43% to approximately 60% (Figure 5c),

indicative of a successful oxygenation and an efficient gas exchange procedure. Besides, no blood

leakage into the superamphiphobic tube, no clot formation and no hemolysis occurred. We found

that gas could efficiently exchange through our superamphiphobic membrane, thus successfully

oxygenating the blood, with pO2 and sO2 in blood increasing.

CONCLUSIONS

In this work, the superamphiphobic porous monoliths (SAPM) are prepared for an effective under-

liquid gas adsorption. The SAPM is easily prepared with low temperature expandable graphite

(LTEG) and polyvinylidenefluoride (PVDF). The worm-like porous architecture and layered

hang structure are contributed to the superamphiphobicity and durability. The SAPM strips can be
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constructed into gas-conductive circuits under liquid for gas adsorption in various liquid. We

achieved a CO2 adsorption capacity up to 9.61 mmol m-2 s-1 and the maximum airflow speed

through the circuit can reach to 1200 ml cm-2 min-1. Moreover, the effective human blood

oxygenation process is also demonstrated using SAPM. In 5 min, the oxygen saturation

increased from 43% to 60%. Therefore, the SAPM gas-conductive circuit reported here

provides a novel gas-liquid exchanging method and the simplified process could be of

benefit to the cost-effective large-scale CO2 capture, gas exchanging and etc.
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